ALPHABETICAL INDEX
TO 2003 MATERIAL SPECIFICATION NUMBERS
IN THE MATERIAL ACCEPTANCE REQUIREMENTS TABLE

-A-

] = S T o - Misc #7
Abrasive, Low Dusting Blasting ... ... ..... ... i i it s s 712.03A1c
Abutment Backfill ... ... ... . . e e e 902 Agg.
Accelerators, CoONCrete . ... ...ttt ittt iie st sttt sttt 903.01 thru 903.03
Address List, Materials Suppliers/Manufacturers ... ... ..... ... ... . . . . . i innnnnnn Sup/Maf
Adhesive for Mulch, Asphalt Emulsion (Tackifier) .............. . . . Misc #6
Adhesive Lubricant, Neoprene(forjointseal) ........... ... . i 914.04E
Adhesive Systems for Structural Anchors and LaneTies ..............c0iiiiiirirnnennn. 712.03J
Adhesive Systems for Dowel Bars & TieBars ........... ...t inenns 603.03B2
Admixture for Expansive Grout Type E-1 .. .. ... . . i ittt i et eaeannnn 702.02C
Admixture for Non-shrinking Mortars and Grouts ............... ... .. 0 s 702.02B
Admixture, Air Entraining ... ........ .. e e e 903.01 thru 903.03
Admixture, Latex Emulsion for Concrete . .. ........ ittt it ittt st tae s 903.04
Admixture, Mineral Filler, Bituminous Mixtures ............ ... . . ittt iitinnennnnnn 902
Admixture, Pozzolanic (Fly Ash) for Concrete ..............0 ittt 901.07
Admixture, Water Reducing and/or Retarding ............... ... ... .. i.u.. 903.01 thru 903.03
AGgregates . ... e e 902
Air Entraining Admixture . ... .. ... . i it ittt i e s 903.01 thru 903.03
Aluminum Sheets for Signs . ... ... ... ... e et e 919.02A3
Aluminum Alloy Pipe (corrugated) . ... .. .. ... .. it et e e 909.05B
Aluminum Alloy Sheets, Corrugated ............ ... ittt eanennnnn 909.05B
Aluminum Alloy Structural Plate . . ... ... i e e sttt i e Misc #9
Aluminum Bridge Railing ... ..... .. s e i Misc #1
Aluminum Alloy Posts, Cast . ...... ... ittt i i e ittt ittt e e a e 908.09
Anchor Bolts, Studs, Rods . ... ... .. it ittt ettt ettt ettt nnnnnn 908.15
Anchors, Concrete Adhesive Bonded(Resin) . ... .. ... ... .. ... 712.03J
Anchors, EXPansion . ... ..ttt i it e e e e e 914.10
Approved Manufacturers ...............i it iiiiiinnnnnnnnnns See Table of Contents, Section B
Approved Suppliers .. ...... .. i i e e i e e e See Tabel of Contents, Section A
Arrow Bars, Lighted .. ... ... e et 922.05
Arrow Boards, Type C Solar Assist ... ..... ... ..t it ittt ean e 922.05
Asphalt Binder . ... ... .. i ittt e e s 904.03A
Asphalt Cement, Polymer Modified . ......... ... .. ittt ittt eieennnnn 904.03D
Asphalt Emulsion, Bond Coat . ........ ... . ittt ittt ettt eaaaanenn 904.03C
Assemblies, Load Transfer . ... ... ... .. ittt ittt ettt it et e et aa e annn 914.07

-B-

Back-up Plates for Guardrail . . ......... . et 908.12
Backer Rod, FOam ... ... . it ittt i ittt s ie st e s e s sas e ennnenens 914.04B
Backfill, Abutment . ... ... e e et et i et 902
Barbed Wire . ... ... e e e e e 907.03B
Barricades ... ... . e e e e e 922.03D
Barrier Reflector Markers . ... ... .. e e et e et 922.03E1
Bases, Precast Concrete ... ... .. it ittt et it ettt e e e e e 913.06
Beam Guardrail . .. ... ... i e e 908.12
Beam Plates, Sealant for Perimeter ... ....... . ... . i i it it i e 713.02B
Bearings, Elastomeric . ... ... ...t e e e 914.12
Bent Tie Bars, Lane TIes . ...ttt ittt ittt sttt sttt sttt ias ettt s neeinnnnnnnns 914.09
Bituminized Fiber Joint Filler .. .. .. .. .. . . . i e et e e 914.03
Bituminized Fiberglass and Cotton Fabric ............ ... . .. . . . ... Misc #14
Bituminous Materials (Asphalt Binder) ... .. ... ... ... et 904.03A
Blasting Abrasive, Low Dusting ... ........ ... it i i e e e 712.03A1c
= o Y o 0o Y 4 X e - - 913.05
Bolts, Mechanical Expansion Anchors, . ... ... ... . it ettt ee e 914.10
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Bolts, Adhesive Anchor Systems . ....... ... . i st 914.10

Bolts, Anchor, Studs, Rods ....... ... it it it ittt ittt et e e e aa e 908.15
Bolts, High Strength ... ... ... .. . e e et e 906.06
Bond Breaker Tape . ... ...ttt ittt ittt ettt ae s e et st 603.03B12
Bond Release Agent, Concrete (Dowel Bars) ............. ittt iiininnnnnnnnnn 914.07
Bonded Anchors, Concrete Adhesive ........ ...ttt ittt sttt etaennenns 712.03J
Brick; Clay, and Sand Lime .. .. .. ... ... .. e ettt 913.03
Brick: Concrete ... ... . i e e et 913.03B
Bridge Deck Drain Extensions, Fiberglass ............ ... . . . it 909.08C
Bridge Railing, Aluminum . . ... ... i ittt sttt e et e Misc 1
Bridge Railing, Tube, Rectangle (Galvanized) .. .......... .. ittt 908.10
Bridge Railing, Tube, Parapet .. ... ... .. i e e st e e 908.10B
Bridge Railing, Base Plate & Post Elements . ........... ...ty 908.10A
Bushings For Pins & Link Plates ... ... ..... ... .. i i e et 707.03C11
-C-

Cable, Electrical ... ... ... i it i ittt ettt et et e e 918.03
Cable, Prestress Strand . ... ... .. ittt it et ittt et e e 905.07
Calcium Chloride . ... ... ... ittt e et ettt e e et ae e aeenenns 922.08A
Cantilevers, Sign SUP POt . ... ... e e e 919.07
Caps, Expansion forDowel Bars . .......... ...ttt ittt it at et 603.02H
Cast Aluminum Alloy PoSts ... ... ..t i e i it ittt e 908.09
Castlron Pipe ... oo i e e et e Misc 2
Castings, Miscellaneous Metals (Manhole) .. ......... . ittt ittt enennnnn 908.03
Cedar Posts (Wood Fence) ... ........ .ttt st e e e e e 907.03,912.08
L0 5 0 - 1 901
Certification Verification of Cement ... ...... ... . . .. . . i i i it 901
Certification Verification of Expansive Grout . ......... ... ... . . . it iiirnrnnnnnnn 702.02C
Chain Link Fence Fabric ... ... ... .. e et e e et e ee e e aeanns 907.04A
Chemical Fertilizer forGrass Seeding ... ....... ...ttt ittt eaannnnns 917.10
Chemical Weed SPprays . .........ciiitiiiiiiin ettt ea et e eae s aneanennss 917.13A
Clay Brick . ..o e e e e e e et 913.03
L0 T T« - Misc #3
Coarse Aggregate . ... .. it e e e e e et 902
Coating for Dowel Bars . ... ... ... e e 914.07
Coating, Polymer Coating for Bit. Pavement at Snowmobile Crossings .............. Spec. Prov. #5
Coating for Rebar, EpoXYy .. .. ... e e et et 905.03C
Coating Systems for Steel Structures, Hangers Assemblies and End Diaphragms (Prime,

Intermediate, TOP) .. .. i ittt it ittt i ettt et ettt e e e e, 915
Cobblestone . ... ... .. . e e 916.01A
Cold Applied Pipe Joint Sealer(Mastic) ... .... ... ... i e e e 909.09
Cold Plastic Pavement Marking, Permanent ... ............. . it 920.01A
Cold Plastic Pavement Marking, Temporary(Tape) . .........cuiiiiiininnrnnnnnnnnns 922.04A
Column Break-Away Sign SUPPOrt . ... ... i i i e et e s 919.06
Compression Gasket . ... ... it ittt ettt et e e e 909.03
Concrete Accelerators ... ... ... ... .. e e 903.01 thru 903.03
Concrete Adhesive System for Bonded Anchors, (Resin) ............ ... .. i, 712.03J
Concrete Barriers, TEMPOTary . ... ...ttt ittt e ettt et e st e et et aaeaa e ae e aaanenns 922.03E
Concrete Barrier Reflector Markers ... .. ... ... . . i e it e e eenes 922.03E1
Concrete Bases, Precast ... ... ...ttt ittt sttt sttt i e e e 913.07
Concrete BIoCK .. ... ... e ettt et 913.05
Concrete Brick ... ... ... e e e e 913.03B
Concrete End Sections, Precast . ... ...ttt ittt ettt ettt iae s tnae s 909.04E
Concrete Expansion Anchors . ... ... .. i i it ettt e e e e 914.10
Concrete Pipe, Reinforced and Non-Reinforced ... ......... ... ... ... .......... 909.04A, 909.04C
Conduit, Electrical ......... ..ttt ittt ittt aa et aennnns 918.01,918.01A,B, D, f
Conduit, Electrical(Polyethylene) .. ... ... . ettt e e 918.01D
Cones, Traffic . ... ...ttt ittt it ittt e s ittt et s aa st sesnnnneennns 922.08A
Copper Sheet (Waterstop) . ... ..ot e e e ettt 908.08
Corrugated Aluminum Alloy Pipe .. ... ..t e sttt 909.05B
Corrugated Aluminum Alloy Sheets ... ... ... ... i e it e e e e e 909.05B
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Corrugated Poly-Pipe, Culverts and Sewers ............ .. ittt enanenns 909.06A

Corrugated Poly-Tubing,Underdrains .. ........ ...ttt et enneas 909.07
Corrugated Plate, Structural .. ... ... ... ... . . . i i i ettt s Misc #8
Corrugated Steel Pipe ... ... ... i i it ittt e 909.05A
Corrugated Steel Pipe (PolymerCoated ) . .......... it i ittt aeiennnnn 909.05A1
Corrugated Steel Sheets . ......... .. it ettt s 909.05A1
Cotton Fabric, Bituminized ... ...... .. ... i i ittt et et et Misc #14
Coupling Bands . ... ... ... it i e et 909.05A4
Crack Injection ... ... ... it e e e e s 914.06
Culvert, Cast IroN . ... ... it it ettt ittt st ettt st e Misc #2
Curing CompouNnd . ... .ttt e e e 903.05,903.06B
Cut-offs for Piling ... ... ... i i it e ettt ettt sttt 906.05
-D-
Deck Drain Extensions, Bridge . ... ... ... i e it s e 909.08C
Deformed Steel Bars for End-of Pour Joint Devices .............0 s 914.08
Delineator Posts, Flexible .. ... ... i ittt sttt sttt sttt ittt 919.03D
Delineator Posts, Steel . ... ... .. . . i it et et e e e e 919.03D
Delineator Reflectors ... ... ... i i it i et ettt et sttt e 919.03A, B
Dense Graded Aggregate . ... ... ... ..ttt ittt e 902
Dimension (Sawed) Posts, Wood . .......... ..ttt ittt 912.09
Ditch Lining (Geotextile Blanket) . ........ ... ... i i ittt e et 910.03A
Dowel Bar Grouting Systems ... ....... ..ttt i e e 603.02B
Dowel Bars for Load Transfer (Steel) . ... ... ... i i it e e e nans 914.07
DOWNSPOULS ... .. ittt i ettt it e e e e 909.08A, 909.08B
Drain Pipe (Underdrain) . ... ... ...ttt ittt e e e a et e e et e eae e aeenn s 909.07
Drainage Marker Post . .... ... i i i i et s 909.10
Drain Casting, Misc. Metals . ... ........ ... ... ... ittt 908.03, 908.04, 908.05
Drainage Structures, Precast Reinf. Concrete ............. ..t innnnenns 913.06
Ductile Iron Pipe ... .o e e e e Misc #2
Dust Palliative, Calcium Chloride ... .... ... .0ttt ittt ittt ta st iae e inaneennn 922.08A
-E-
Edge Drain (Tubing) . ... .ottt i ittt s s et a st a s a e n s 909.07
Elastomeric Bearings, Pads ... .. .. .. ...ttt ittt it ettt et 914.12
Electrical Cable . . .. .. ... e e e e e 918.03
Electrical Conduit (Galvanized Steel & Non-metallic) ............... ... .. .. ... 918.01A
Electrical Conduit (Polyvinyl Chloride) . .......... . . i i it 918.01B
Electrical Conduit (Polyethlyne) ... ... ... i i it et eas 918.10D
Electrical Traffic Control Devices ... ... ...ttt ittt it e e e 920.02A8
Emulsified Asphalt ... ... ... .. . i i i i it e e ettt 904.03C
Emulsion, Latex Admixture for Concrete . .. ........ .0ttt ittt ittt aa s ennns 903.04
End Rings, Precast Concrete .. ........ ...ttt ittt sttt e 404
End Sections, Grate, for Culverts .. ........ .ttt i ittt ettt ettt nnnss 401.03G
End Sections, Metal .. ... .. i it it sttt et et e e e 909.05C
End Sections, Precast Concrete ... ..... ...t ittt ittt nn et nnaeenneennnnnens 909.04E
ENnd Shoes ... ... e e e e et 908.12A
End-of-Pour Joint Devices . ... ... ...ttt ittt st i i s 914.08
Epoxies for Adhesive Systems .. ......... i e e 712.03J
Epoxy Binder, Bonding Agent . ........ ...t s 914.05
Epoxy Coated Dowel Bars .. ..... ...ttt ittt st a sttt a s 914.07
Epoxy Coated Steel Reinforcing Bars .. ............ .. ittt it 905.03C
Epoxy Coating for Bar Reinforcement ... ....... ... . i i i 905.03C
Epoxy Coating forDowel Bars ........... ...t ii e 914.07, See 905.03C
Epoxy Resin Adhesive For Crack Injection .. ........ ... ... . . it 914.06
Excelsior Mulch Blankets . ...... ... ... i i it sttt 917.15B
Exothermic Splicing .. ... .. i et e e 712.03L
Expansion Anchors, Lane Ties . ... ... ... et et e e et e e 914.09
Expansion Anchors, Structure . ... .. ... ... ittt ittt ettt 914.10
Expansion Caps forDowel Bars . ......... .. it it i e et 603.02H
Expansion Joint Devices, Bridge ... ...... ... i e s Spec. Prov. #4
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Expansive Grout Type E-1, Admixture .. .. ... ... .. . . et 702.02C

External Type Gasketfor Pipe .. ...... ... i ettt e e as 909.05A
Extruded Aluminum Sections for Sign Panels ........... ... ... . . i 919.02A1
-F-

Fabric, Bituminous, Cotton, Fiberglass .. ... .. ... ... . . . . . i e e e Misc #14
Fabric for Chain Link or Woven Wire Fence ........ ... ... ittty 907.04A
Fabric Reinforcement, Welded Steel Wire (Mesh) .......... ... i 905.06
Fabric, Filter, for Underdrain (Geotextile Blanket) ............. ... ... ... . ... 910.03A
Fast Set Patching, Hydraulic . ... ... i sttt e e 703
Fence Fabric, Chain Link . . ... ...ttt it i it s ittt sttt et s et 907.04A
Fence Fabric, Woven Wire . . .. ... .. it i i ittt sttt st i e st ae e aennn 907.03A
Fence Gates, . ...... ittt ittt ittt ettt et sttt e et 907.03,907.04
Fence, High Tensile Wire . . ... ..ot i i i it ittt a s 907.05A
Fence, Horizontal Rail . ........... .. ... . . . it i i innnn 907.04 English 2003 Spec.
Fence Pedestrian, Posts and Rail ... ........ .. ... . . . it it ia e 907.04
Fence Protective . .. .. ... i e e e e 907.06
Fence Posts, Steel ... ...ttt it ittt sttt sttt sttt it 907.04C
Fence Posts, Wood .......... .. .. .. ittt ittt 907.03,907.05,912.08
Fertilizer . ... .. i i et e e e e 917.10
Fiber Joint Filler, Bituminized . . ... ... ... . it i ettt it s it e 914.03
Fiberglass Fabric .. .. ... ...t i i e ittt e it e Misc #14
Filter Fabric for Wrapped Underdrain (Knitted Sock) .. .......... ... .. .. . . i, 910.03A
Fine Aggregate ... .. ... ..t ittt i e e e 902
- T 922.072
Flexible Metal Conduit . ... ... ... . . i i i i st it st et nnns 918.01
Fly Ash, Mineral Filler for Bituminous Mixtures .......... ... ittty 902
Fly Ash, Pozzolanic Admixture forConcrete .. ........ ... .. ittt it tinennnnnn 901.07
Foam Backer Rod ... ... i i i i e e et e 914.04B
Foundation Piling . ... ... .. e e e e 906.05
-G-

Galvanized Bridge Tube Railing .. .. ... ... ittt i i ittt ettt enenn 908.10
Galvanized Conduit, Electrical ... ..... ...ttt ettt ettt et aenns 918.01A
Galvanized Slotted Drain Pipe ... ..... ...t i e i s s Misc #5
Galvanized Steel Sheets, Corrugated ........ ... ... ... ittt 909.05A1
Gasket, COmMPresSiON . ... ... it i ittt i e e e e s 909.03
Gasket, External Type for Pipe ... .. .. i i i i it ettt e s ettt an s 909.05A
Geocomposite Wall Joint Drain ... ...... .. ... ittt it ittt eanenns 910.05B
LT o o T 910.03D
Geotextile Blanket . ... ... ... . e e e 910.03A
Geotextile Rip Rap Liner ... ... .. i i i ittt s ettt st e aea e enenn 910.03B
Geotextile Pipe Wrap Liner . ... .. ... . i e e e e e et 910.03
Geotextile Separator . ... .. ... .. . e et ettt e e, 910.03C
Glare SCreeN . .. e e e e e e e e 804.01
Glass Beads . ... ... . it e e e e et 920.01B
Granular Material . ... ... ... i i i st e e i et s 902
Grass Seed .. ... e e e e e e 917.12
Gray lron Castings ... .. ..ttt i i it it e et e et 908.03
Grounding System ... ... ... e e e e 918.02
Grout Under Masonry Plates .. .. ... ... e e e et 712.03X
Grouting Cracks by Pressure Injection, Intrusion ... ....... ... .. ... .. .. .. ... . ... 914.06
Grout, For Full-Depth Concrete Pavement Repairs ............ ... . .. i 603.02B
Grouts and Mortars . ... ... ... ... e 702.02B & Misc 10 & 11
Guar Gum Base Adhesive, Mulch Binder ......... ...ttt ittt 917.15C
Guardrail Anchorage, Bridge, Beam Elements, End Sections, Shoes & Departing End Terminals 908.12
Guardrail Approach Terminals ... .. .. ... ...ttt ittt ittt et eeeta e aananenaenns 908.12A
Guardrail Blocks, Recycled Plastic . ........... ... ... i e e 912.09Q
Guardrail Hardware .. ... .. ... .ttt e et 908.12B
Guardrail Posts for Beam Guardrail, Steel . ...... ... .. 0ttt i it 908.13
Guardrail Posts & Blocks, Wood (Dimension Sawed) ...........c.iviriiiirinenennnnnnn. 912.09
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Guardrail Reflectorized Washer ... .. ... ...ttt et et ettt et eanaeenn 908.14

Guardrail Steel Beam Elements .. .. .. ... ... ... e e 908.12
GUIde POSES . ...t e e e ettt 912.08B
Guy Wire, Electrical .. ... ... ...t i ittt et e e 918.11E
-H-
L 0 o T4 906.05
Handholes, Polymer, Light Weight Composite ........... ... ... ittt 918.06E
Handholes, Precast . ... ... ... ittt e sttt st s e s et e e ennnens 918.06
Hanger Assemblies, Coating Systems ... ... .. .. . ittt i ittt eaeannn 915
Hardware, Fence . . ... .. i i i i it et it s ittt ettt et e i 907.03
Hardware, Guardrail . ... ... ...ttt ittt ittt st a sttt s st as s ennaennnnns 908.12
Hardware, Sign ... ... i it i it ittt e 919.02C
Herbicide, Spray . ... ...t i ittt ettt et ettt e 917.14
Highway Lighting Materials (Luminaires) ... ....... ... ... ittt 918.09
High Strength Steel Bolts, Nuts and Washers ........... ... .. . . i 906.06
High Tensile Fence Wire .. ... ...ttt i it ettt a st a s asaennnnnss 907.05
Hollow Load & Non-Load Bearing Block(Concrete) ........ ... ..t 913.05
Hook Bolts for End-of-Pour Joints . .. .. ... ... ... .. i ittt eeeaan s 914.08
HoOK Bolts, Lane Ties ... ...ttt ittt ittt ittt tita sttt inastnanassnnnsnnns 914.09C
Hot Poured Rubber, Joint Sealer . ... ... ... .. . . . . i i i et et i it eennenn 914.04A
Hydraulic Anchor Systems . ... ... ... ittt i ittt ettt ea e enenenns 712.03J
-l-
Insulation, Blankets and Polystyrene . .. .. ...... ... i et 903.06D
Interim Linseed Oil Curing Compound . ........ ... ittt ettt 903.06B
Iron Pipe, Cast and Ductile Iron and Fittings .......... ... ... . .. . i iiinnnnnn Misc #2
-J-
Jacked-In-Place Steel Pipe . ... ... ... i i i it it e e e e e 909.05D
Joint Filler, Fiber (Bituminized) .......... ... i it it 914.03
Joint Seal, Hot Poured Rubber ... ... ... . . . i i et ettt e it e 914.04A
Joint Seal, Silicone . ... ... i i et et et ettt e e Misc #4
Joint Sealer for Pipe, Cold Applied(Mastic) ... .......... . i e e e 909.09
Joint Sealer, Neoprene . ... ... ... e e 914.04D
Joint Sealer, Pipe Gaskets (O-Ring) .. ...ttt i ittt et et e ennns 909.03
Joint Sealing Compound, Hot Poured ......... ... ... . ittt enn e 914.04A
Joint Wall Drain, Geocomposite ... .......... . ittt eeneannnen 910.05A, 910.05B
-L-
Lane TiesS . . .ot i i i i i e e e e e e e e 914.09
Latex Base Adhesive for Mulch .. ... .. ... .. . . i et e e 917.15C
Latex Emulsion Admixture for Concrete ........... ... ... ittt 903.04
Lead Sheet (Waterstop) ... ... .ot i e i st e et e 908.07
Light Standards .. ... ... ... . i i i ittt st ittt e s 918.08
Lighted ArroW s . . .. .. e e e e e e 922.05
Limestone Dust, Bituminous Mineral Filler . ... ... .. i i ittt et et nenn 902
Liner for Culverts . ... ... ... i i i it it ettt e et e Spec. Prov. 1
Liner for RiPrap .. ...t it i it e e i e e 910.03B
Linseed Oil Interim Curing Compound ... ..... ... ..ttt in ittt eanrnnnnennn 903.06B
Liquid Asphalt . ... ... e e et 904.03B
Load Transfer, Dowel Bars (Steel) ...... ...t ittt 914.07
Load-Bearing Block (Concrete) . ...... ... ittt it s aa ittt eanennes 913.05
Low Dusting Blasting Abrasive . ........ ... i i e e 712.03A1c
Lubricant Adhesive for Neoprene Joint Seal .. ....... .. ... . . . . ittt 914.04E
Lumber, Structural ... ... ... e e e et et e e e 912.06
LUMINAIreS ...t i i i e e e 918.09
-M-
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Mail BOX POStS .. ... ittt ittt it ettt ettt e te et e ettt e e, 912.08B

Malleable Iron Castings . ... ... ittt e i et ettt s e 908.03
Manhole Castings . . ... ... ittt s et et ettt st 908.03
Manhole, Brick & Block . ... ... .. i e e ettt 913.03B, 913.05
Marking Tape, Temporary Lane ... ... ... ..ttt ittt ettt tnaartesasnasansnnsnnss 922.04A
Marking Tape, Cold Plastic, Permanent . . . ... ... .. . .. i it 920.01A
Masonry Plate, Grout . ... .. ... .. .. i e e e e, 702.02A, 702.02B
Masonry Units, Precast Drainage ... ....... ...ttt ittt e e s e 913.06
Mastic (Cold Applied Joint Sealerfor Pipe) .. ... .. .. .. i e e e e 909.09
Material Suppliers/Manufacturers .. .... ... ... ...ttt ittt tn e eaennn Sup/Man
Mechanical Reinforcement Splicing . . ... .. i i e 712.03L
Membrane Curing CompouNnd . ... ... ..ttt ettt ittt it e st ea e 903.05
Membrane, Preformed Waterproofing ... ..... ... ... et 914.11
Mesh Reinforcement (Pavement) ... ... ... .. ... i e e e 905.06
Metal End Sections ... .. .. ... .. e it 909.05C
Metallic Waterstop, Sheet Lead ......... ... ... ittt ittt eaannenns 908.07
Metallic Waterstop, Sheet Copper . ... ... i e et e e e e et e aaen s 908.08
Mineral Filler for Bituminous Mixtures . ... ... ... ... . . i i it e et e e ns 902
Mortars and GrouUts . ..... ...ttt ittt tetiiaetiie et tnaeennneennns 702.03B, Misc #10, #11
MUIC L e e e e e e e 917.15
Mulch Binder, Asphalt Emulsion Adhesive . ........... . ittt Misc 6
Mulch Binder, Tackifiers, Non-Asphalt Emulsion ... ....... ... .. ... . . . . i 917.15C
Mulch Blanket, Excelsior & Straw . ... .... ... ... ittt ittt ittt eieeaennns 917.15B2
Mulch Blanket, Straw . ... .. ...ttt ittt ittt i ia ettt e st e et e 917.15
Mulch Blanket, High Velocity . ... ... ... ... e e et e s 917.15
-N-
Neoprene Joint Seal .. ... ... i i i ittt ettt e et et e 914.04C
Neoprene, Lubricant Adhesive . ... ...... .. . . i ittt ittt i et 914.04D
Non-Load Bearing Block ... ... .. i i it i ittt et s 913.05
Non-Reinforced Concrete Pipe ... ... ... ittt i i e ittt et st enennn 909.04C
Non-Shrink Admixture for Mortars and Grouts .. ........... ... 702.03B, Misc #10, #11
Nursery Stock (Trees, Bushes) . ... ... i i it it ittt it s 917.03
-O-

O-Ring, Compression Gasket . ... ....... ... ittt ettt a e 909.03
Open-Graded Aggregate . ... ... ...ttt ittt e et e 902
-P-

PVC Sanitary Sewer Pipe . . ... ... i i i e s 909.06B
Paint for Pavement Marking ... ... ... ...t ittt s e s 920.01B2
Paint for Coating Existing Steel Struc. (Prime,Interm.Top) ........ ... . it innnnnnn 915
Patching, Fast Set . ... ... .. i ittt st s 703
Pavement Lane Ties . ... ..ottt ittt ettt it ettt s 914.09
Pavement Marking, Glass Beads ........... ...t iiiiititnntnnenntanaeaneaneanenean 920.01B
Pavement Marking Tape, TYype R/INR ... ... i e ittt e 922.04A
Pavement Marking Tape, Cold Plastic, Legends, Crosswalks ............................ 922.072
Pavement Marking RegularDry Paint .. ........ ... . i it 920.01B2c
Pavement Marking, EPOXY . .. ..ot i it i e i 920.01B2c
Pavement Marking, Polyurea ........... ...ttt aa e arannsnns 920.01B2c
Pavement Marking, Thermoplastic, Liquid . ........... ... it 920.01B2d
Pavement Marking, Thermoplastic, Sprayable & Preform .............. ... ... ... ... ... 920.01B2e
Pavement Markers, Raised (Permanent) ........... ... it tannnnnnnnn 920.01C
Pavement Markers, Raised (Temporary) ......... .. ittt ittt tanenns 922.04B
Pavement Marking, Waterborne, Liquid, Paint ............. ... .. . i iiiinnnnn. 920.01B2A
Pavement Reinforcement (Mesh) . ....... ... . i ittt 905.06
Pavement Tie Bars .. .. ... ...t ettt ettt e 914.09
Penetrating Water Repellents .. ... ... ... i s it e s 706.03S
Perforated Poly-Tubing, Underdrain ... .. ... ... .. ... .. i e et e e 909.07
Pile POiNts ... ... i i e e e e 906.05

Vi 10/26/04



Piling, H Piling and Special Sections ........... ... it it ey 906.05
Piling, Steel Sheet . ... ... . i i ittt e 704
Piling, Steel Shells . ... ... ... e et e e et et 906.05
Piling, Timber . ... .. . i i i e e e et s 912.07
Pipe Joint Sealers . ... ... ... ittt e et e e 909.09
Pipe, Castand Ductile Iron ... ... .. ... i i i i e ittt st Misc #2
Pipe, Clay ... e e e e e Misc #3
Pipe, Concrete . ... ... it it e e et et e e e e 909.04A, 909.04C
Pipe, Corrugated Aluminum Alloy ............c ittt 909.05B, 909.07, 909.08B
Pipe, Corrugated Polyethylene .. ........ ... .. .. it it eeen 909.06A, 909.08B
Pipe, Corrugated Steel . . ... ... ittt e 909.05A, 909.07
Pipe, DOWNSPOULS .. ... ...t it it i it e et i e e 909.08A, 909.08B
Pipe Wrap, Geotextile . ......... .. i i it sttt e s 910.03A
Plastic Guardrail Blocks ... ... ... ...ttt it ettt e e 912.09Q
Plastic DIrUM S, ... .. it ittt ittt ittt e st ittt e et e e e 922.03
Plywood for Signs ... .. . i i it e ettt e 919.02A2
Poles, Tower Lighting . ....... . i it s it e 918.10A
Polymer Coating for Bit. Pavement at Snowmobile

(0 X=X 1o e Spec. Prov. #5
Polymer Coated Corrugated Steel Pipe . ... ... ... i it 909.05A1
Polymer Modified, Asphalt Cement . ... .. .. ... .. .. i ittt eannnnn 904.03D
Polyester Fiber ... ... ... . e e e 904.03E,914.14D, 914.15
Polyethylene Pipe for Culverts & Sewers . ... ... ... ... ittt 909.06A
Polyethylene Tubing forUnderdrain ... ........ ... ... .ttt ea i tanennns 909.07
Polystyrene, Insulation . ... ... ... .. . e 903.06D
Polyvinyl Chloride Pipe . ... ... i i i sttt s s e 922.05B
Portable Signs .. ... .. i e et e et 922.05B
Post Tensioning, Tendons . ...... ... ittt sttt a et a e 905.08
Posts, Delineator, Flexible (Plastic) ... ... ... ... .. i it e e nnnnnn 919.03D
Posts, Delineator, Steel ... ... ... it i it ettt ettt et et e 919.03D
Posts for Fencing .. .. ... . e e e e 907.04C
Posts, Cast Aluminum Bridge Railing .......... ... i et 908.09
Posts, Dimension Sawed (Wood) ......... .. ittt ittt tata et eeneaeannnnns 912.09
Posts, Drainage Marker .. .. .. ... i e e ettt e 909.10
Posts, MailboX ... ... ... i i i i i ettt e e e e e e e 912.08B
PoStsS, Wood ... ... i it e e e et et e et e e e 912.08,919.05
Posts, Signs, Steel ... ... . et 919.04
Posts, Wood Sign . ... ... i i i e e e et e s 919.05
Pozzolanic Admixture for Concrete (Fly Ash) ... ... ... . ... i e 901.07
Precast Concrete Bases ... .. ... ...t 913.07
Precast Concrete Box Sections ... ........ ...ttt ittt 909.04D
Precast Concrete End Sections . ............ ...ttt ittt 909.04E
Precast Handholes .. ... ... . i e ettt sttt e st 918.06
Precast Reinforced Concrete Drainage Structures . .......... ... .. ity 913.06
Precast SUMPS .. ... it it ittt ettt e e et 913.07
Prefabricated Drainage System . ... ... .. ... ... ittt ittt e e 910.05A
Preformed Waterproofing Membrane . .. ... ... .. .. it i ittt eaenenns 914.11
Premixed Grouts and Mortars ... ... ... ... ..ttt ittt st et e e 702.02B
Prestress Strand for Concrete . ... ... ... ... e e e 905.08
Prestressed Concrete Beams ... ...... ...ttt ittt a e 708.03A
Protective Coating for Concrete, Water Repellent .............. ... . it 706.03S
Protective FeNncCe ... ... .. e e e 907.06

-Q-
QUALIFIED PRODUCTS LIST ..ottt ittt ettt ie s ea st ae e aa e e aeeae e naaenns Section C
-R-
R C 250, Liquid Asphalt Waterproofing Primer .. .. ... ... . . . . . . .. i 904.03B
Railing, Aluminum, Bridge . ...... ...t ettt i s Misc #1
Railing, Bridge Tube Element (Galvanized) .. ... ..... ... ... it 908.10B
Railroad Ballast . .. ... ... .. i e e e e Spec. Prov. 3
Raised Pavement Markers (Permanent) . .. ........ .. ittt i et e eaanennn 920.01C
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Raised Pavement Markers (Temporary) .. ...ttt ittt ittt a e s a e ean s 922.04B

Recertifiers ........ ... e e e Approved Suppliers Listings
Recycled Plastic or Rubber Guardrail Offset Block .............. ... .. i iiiirnnnn. 912.09Q
Reflective Sheeting ... ... ... i it it it e e 919.02B1
Reflectorized Washers . . .... ... . it i it st sttt e an e nnns 908.14
Reflectors, Delineator . ... ... ... .ttt it ettt sttt et an e aennenns 919.03A
Reflectors, Marker, Concrete Barriers ... ..... ... ... ittt ittt 922.03E1
Regular Dry Pavement Marking Paint .. .. ...... .. .. . .. it 920.01B2
Reinforced Concrete Pipe .. ... ..ot i ittt sttt 909.04A
Reinforcing Steel Bars . ... ... ... .. i e et et 905.03, 905.03C
Retarding Admixtures . ........ ...ttt ittt e e 903.01 thru 903.03
T« T X 1 « 916.01C
Rustic Construction, Timber .. .. ... .. . . i i it it ettt et it e e 912.10
-S-
Sand Lime Brick .. ... ... e e e 913.03C
Seal, Neoprene Joint . ... ... i e e e e s 914.04D
Sealant for Perimeter of Beam Repairs ........... .0ttt ittt tiaeaieennnn 713.02B
Sealer for Pipe Joints, Cold Applied(Mastic) . .. ... ... ... . i i et 909.09
Seeding MiXtUIres . ... ...t i i it ittt et et ettt a ettt 917.12
Selecting and Shipping Samples .. ... ... ... i e e Sel/Ship
Separator, Geotextile . ... ... . e e e e e s 910.03C
Sewer Pipe, Concrete . ... ..t i ittt e e e e e e e e, 909.04A, 909.04C
Sewer Pipe, PVC Sanitary . .... ...ttt sttt s 909.06B
Shear Developers (Studs) . ... ... i i it i ittt e 906.08
Sheet Copper (Waterstop) . ... ..ottt e i e it et et e ettt e et e aennenn 908.08
Sheet Lead (Waterstop) ....... it ittt s sttt e eas 908.07
Sheeting, Reflective .. ... ... .. i i i it e ettt s ettt enenen 919.02B
Shelf Life; Curing Compound (Linseed Oil Base) ... .........c.i ittt 903.06B
Shelf Life; EPOXY ..ot i ittt ittt et ettt e 914.05
Shelf Life; Silicone ... ... . i i ittt ettt et e sttt et Misc #4
Shipping and Selecting Samples ... .... .. ... ittt et Sel/Ship
Shotcrete, Waterproofing ... ... ... ... . it e ettt it 710.03D
Sign Hardware ... ... ...t it e e e et 919.02C
Sign Paddles . ... . e e e e e s 922.071
SigNn PoSts .. ... e 919.04, 919.05
Sign Support Structures .. ... ... i e e e e e e e 919.07
Signals, Electrical Traffic Control . . ... ... ... .. .. . . . i i it e e 920.02A8
Signs, Permanent . ... ... e e e e 919.02
Signs, Portable .. ... ... .. e e e e e 922.02
Signs, Temporary, Prismatic .. ......... ... i i i ittt sttt 922.02
Silicone Joint Seal ... ... ... i e e e e Misc #4
Silt FENcCe . .. e e e e e e e 916.02
Sleeves, Steel for Guardrail . ... ..... ... it ittt sttt sttt sttt 908.12C
Sleeves, Steel for Wood Sign Posts . ........ ...ttt sttt 919
Slope Paving BIoCK .. ... ... i i it e e et e et 913.09
Slotted Drain Pipe, Galvanized .. ......... ... ittt ittt et Misc #5
£ o T o 917.13
Span Wire, Electrical ... ... ... .. .. i i i i et ettt e et 921.02
Splicing, Reinforcement (Mechanical) .............. . i i i it 712.03L
Sprays, Chemical (Weed Control) .. ... ...t i i sttt s a e ae s 917.16
Steel Barbed Wire . . ... ..o i it e e 907.03B
Steel Beam Guardrail Elements ... ... ... .. ... ittt e e 908.13
Steel Castings . ... oottt i e e e e e 908.03
Steel H Piling . ... o i i i i i st s s e s 906.05
Steel Pipe, Jacked-In-Place . .. .. ... . e e 909.05D
Steel Posts for Beam Guardrail ........... ... .. i it s 908.13
Steel Posts for Fence . .. ... .. e e 907.03C
Steel Posts for Signs and Delineators . ... .. .. ... . ...ttt et e 919.04
Steel Reinforcing Bars ... ... .. i e e 905.03, 905.03C
Steel Sheet Piling ... ... i it ittt e e s 704
Steel Sheet, Corrugated Galvanized ........... ... ...ttt tannnnnnnnnn 909.05A1
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Steel Sleeves for Guardrail . .. ... ... ... .. e 908.12C
Steel Sleeves for Wood Sign Posts ........... ittt et 919
Straight Tie Bars, Lane Ties .. ... ...ttt it s ettt st e e it e e 914.09
Strain Poles (Traffic Signal) .. ... ... ... i i st et 921.05
Strand for Prestressed Concrete . ......... ... . ittt ittt 905.08A
Straw Mulch Blankets ... .... ... ... . i i ittt e e 917.15B
Structural Plate for Pipe (Corrugated) .. ........ ... .0 i it i e Misc #8
Structural Steel .. ... ... et 906
Structural Tile .. .. .. e e e e 913.08
Structural Timber and Lumber . ... ... ... .. . . i i it it e e 912.06
Structure Expansion ANChors . . ... ... i i it it st i e e 914.10
Stud Shear Developers ... ...ttt it ittt ittt et e et e e e 906.08
SUbDbAsSE ... e e e e e e 902
SUMPS, Precast ... ... e i e ettt e ettt e 913.07
SUP Pl OIS .o e e e e e Sup/Man
Swaged SpliCing . . ... . i e e ettt e et e 712.03L
-T-
Tackifiers for Mulch .. .. ... e 917.15C
Tape, Bond Breaker .. ... ...ttt i i e e 603.02F
Tape, Lane Marking, TemMpPOrary . . ... ...ttt ittt ittt it ittt e ettt a s a e aaasnsan 922.04A
Temporary Concrete Barriers ... ...... ... ittt ittt 922.03E
Temporary Overlay & Chip Seal Markers . .. .. ...... ..ttt ittt ittt enenennns 922.04B
Temporary Seal for Cracks Injection .. ........ ... i ittt i i 914.06
TemMPOrary SigNS . ..ottt i e e e 922.02
Tendons for Post Tensioning ... ...... .. ... ittt ittt ittt eaeaenenns 905.08
Tension Wire .. ... e e ettt e e 907.04B
TESTED STOCK LISTING S ... .. i et e et et ettt e e e Section D
Thermoplastic Pavement Marking ............ ... . i 920.01B2d, 920.01B2e
Three Coat/Clear System, Post ... ... ... i i it sttt e 907.03D
Tie Bar Grouting Systems . ... ... i i i it e s 603.02B
Tie Bars for Longitudinal Sawed Joints . . ... ... ... . it i i ittt 914.09
Tile, Structural ... ... . it i ittt ittt ittt sttt i et it e e e 913.08
Timber and Lumber, Structural . .. ... ... . . . . . i i i ittt e e e e 912.06
Timber Piling . . ..o e e e e e e 912.07
Tower Lighting Units . ... .. ... .. i i it et ettt et et aannnnns 918.10A
Traffic CoNes .. .. .. i e e 922.072
Trusses, Sign SUP POt ... ... it it ittt i e ettt a et e e 919.02
Truck Mounted Attenuator ... .. .. ... ... ... .. e e Spec. Prov. #6
Tube Railing, Galvanized . . ... ... .. i i i it s e 908.10
-U-

Underdrain Outlet Endings . .... ... . i i i ettt st e e e e 909.07C
Underdrain Pipe .. ... ..ttt it it it i et ettt e st n e 909.07
-V-
== 922.072
-W-

WOA Asphalt Cement .. ... ... .. i it it i et i st e st e s 710.02
Wall Joint Drain, Geocomposite ... ... ...ttt ittt it it s s e e 910.05B
Warning Flashers & Lights ... ..... ... i e sttt e 922.05B
Washers, Reflectorized . ........ ...ttt t it sttt ia et s e tarnaeenneeenns 908.14
L0 1= 911
Water Main, Cast and Ductile Iron Pipe ........ ... . i i i ittt e i anenen Misc 2
Water Reducing/Retarding Admixture ............ ... ... i, 903.01 thru 903.03
Water Repellent, Penetrating Sealer . .. ........ . i i e i et e s 706.03S
Waterproofing Agent, Asphalt Cement, WOA ... ... .. .. it ittt 710.02
Waterproofing Membrane, Preformed . ........... .. ittt 914.11
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Waterproofing, Polyester Fiber . . ... ... . i st 914.14D

Waterproofing Primer, Liquid Asphalt, RC 250 . ........... .. ittt iiennnn 904.03B
Waterstop (Metallic) . ... ... i et et e e ane s 908.07 & 908.08
Weed Spray (Herbicides) . ... ...t it et it e s 917.16
Wire Mesh ... ... it ittt e e e 905.06
Wire, Electrical Cable .. ... ...t i it ittt ettt st et ettt a e aennns 918.03
Wire, High Tensile Fence . ... ... i i i et ittt s s 907.05
Wire, ROPe . . oo i it e ittt e sttt a it e i e e 908.12
Wood Fence Posts ... ... i i i i i i it e ittt e e 907.03E
Wood Posts & Lath For Silt Fence ......... ... . i ettt eeaans 916.02
Wood Posts for Guardrail (Dimensioned Sawed) .......... ... . i 912.09
Wood Posts for Signs ... ... ...t it ittt it et 919.05
Woven Wire Fence Materials . . ... ... i i it s st e e n e e 907.03
Wrap, Filter Fabric . ... ... ... i i i i sttt et et e s et e e annenn 910.03B
-X--Y--Z-
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